
Reduced Base Arc Studs 

 

• Plating is not standard, but available. 

• Plated studs are bare at the weld base to prevent weld contamination. 

• When ordering specify “D” (diameter), “L” (length), style (reduced base) 
and material. 

Specifications 

Thread 
Minimum 

Length 

Base 

Diameter 

Base 

Length 

Weld 

Fillet 

Diameter 

Fillet 

Diameter 

1/4 - 20 3/4” .187 .187 5/16” 3/32” 

5/16 - 18 3/4” .275 .187 13/32” 7/64” 

3/8 - 16 3/4” .312 .375 15/32” 7/64” 

7/16 - 14 3/4” .373 .375 17/32” 1/8” 

1/2 - 13 1” .437 .437 17/32” 5/32” 

5/8 - 11 1-1/4” .500 .500 19/32” 3/16” 

3/4 - 10 1-1/2” .620 .625 3/4” 1/4” 

7/8 - 9 1-1/2” .745 .922 59/64” 5/16” 

1 - 8 1- 3/4” .875 1.08 1-3/64” 11/32” 
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