
STRUCTURAL Q RIVETS 

Rivet 

Diameter 

Mandrel 

Diameter 

Rivet 

Diameter 

Protruding  Large Flange Countersunk 

Head 

Diameter 

Max Head 

Thickness 

Head 

Diameter 

Max Head 

Thickness 

Head 

Diameter 

Ref. Head 

Thickness 

1/8” 0.075 0.125 0.250 0.040 0.375 0.065 0.226 0.032 

5/32” 0.094 0.156 0.312 0.050 0.469 0.075 0.281 0.040 

3/16” 0.114 0.187 0.375 0.060 0.625 0.092 0.344 0.050 

1/4” 0.151 0.250 0.500 0.080 0.750 0.107 0.468 0.071 

• Standard materials: Aluminum, Steel, and Stainless . 

• Protruding, large flange and countersunk styles available. 
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